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Spectroscopic Identification and Direct Imaging of Interfacial Magnetic Spins
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Using x-ray absorption spectromicroscopy we have imaged the uncompensated spins induced at the
surface of antiferromagnetic (AFM) NiO(100) by deposition of ferromagnetic (FM) Co. These spins
align parallel to the AFM spins in NiO(100) and align the FM spins in Co. The uncompensated interfacial
spins arise from an ultrathin CoNiO, layer that is formed upon Co deposition through reduction of the
NiO surface. The interfacial Ni spins are discussed in terms of the “uncompensated spins” at AFM/FM
interfaces long held responsible for coercivity increases and exchange bias. We find a direct correlation

between their number and the size of the coercivity.
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The determination of the crystallographic, electronic,
or magnetic structure of interfaces has remained one of
the great challenges in material science owing to the dif-
ficulty to detect and isolate the weak interface signature.
In particular, many of today’s forefront magnetic materi-
als require a better understanding of the spin structure at
interfaces [1,2]. Examples are giant magnetoresistance,
spin tunnel [3], spintronics [4,5], or exchange biased [6,7]
structures. In these structures the magnetic coupling or
spin transport across interfaces, involving metals, oxides,
or semiconductors, is strongly influenced by the magnetic
interface properties. Here we use polarization dependent
x-ray spectroscopy and microscopy in electron yield mode
for the chemical and magnetic characterization of the Co/
NiO(100) interface, including the direct imaging of newly
formed interfacial magnetic spins. Interfacial sensitivity is
achieved by a unique combination of elemental, chemical,
and magnetic specificity and limited probing depth.

We investigated two types of samples. For the x-ray pho-
toemission electron microscopy (XPEEM) measurements
[8] a clean NiO(100) surface was obtained by cleaving and
in a second step 1.5 nm of cobalt were deposited by molecu-
lar beam epitaxy in situ using a deposition rate of about
04 A per minute [9]. XPEEM studies utilized the PEEM?2
instrument at the Advanced Light Source in Berkeley
[10]. The x rays, whose polarization could be changed
from linear to right or left circular [8], are incident on
the sample at an angle of 30° from the surface. The low-
energy secondary electrons from the sample are imaged by
an all electrostatic electron microscope with magnification
onto a phosphor screen that is read by a charge-coupled
device camera. The spatial resolution of PEEM2 is typi-
cally 50 nm, sufficient to resolve the antiferromagnetic do-
main structure of single crystal NiO(100). For the x-ray
absorption spectroscopy (XAS) studies we used a structure
MgO(100)/NiO(1 nm)/Co(1 nm)/Ru(2 nm) grown by
molecular beam epitaxy. Such samples exhibit antiferro-
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magnetic NiO domains that are smaller than the resolution
of PEEM2 [11], but the ultrathin layers provide high inter-
facial sensitivity for XAS studies as discussed below. The
epitaxial NiO(100) films were grown by electron beam
evaporation of elemental nickel in a microwave activated
oxygen atmosphere at a typical pressure of 1 X 1073 torr
and a growth rate of 0.3 A per second [11]. The Co and
the Ru layers were also grown in situ by electron beam
evaporation. The Ru layer prevented oxidation of the Co
underneath. The high resolution XAS measurements were
carried out on the spherical grating monochromator beam
line 10-1 at the Stanford Synchrotron Radiation Laboratory.
The measurements employed linearly polarized x rays at
normal incidence and total electron yield detection [12].
Figure 1 illustrates the layered structure of our samples
and the relative contributions of the layers in the sample
to the measured electron yield signal. The characteristic
(1/e) absorption length of the incident x rays (=20 nm) is
considerably longer than the secondary electron sampling
depth (A = 2.5 nm), and the contribution of the various
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FIG. 1 (color). Layer-by-layer origin of the electron yield sig-
nal for a NiO/Co sandwich, assuming equal exponential electron
yield decay lengths for Co and NiO.
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layers underneath the sample surface is therefore deter-
mined by the exponential decay of the electron signal [13].
For a typical value of A = 2.5 nm and a sample of semi-
infinite thickness one obtains a 8% contribution of the
1.5 A thick surface layer. For multilayered samples with
finite layer thicknesses the interfacial region contributes
a larger fraction [14]. In the presence of a nonmagnetic
capping layer like Ru the signals from all underlying mag-
netic layers are equally attenuated. For the NiO/Co case
shown in Fig. 1 the electron signals from the interface and
the “bulk” NiO have to traverse the Co film which acts as
an attenuator. This attenuation effect limits the study of
buried layers or interfaces to a distance of less than about
3 nm from the free surface [8]. The weak interface sig-
nal can be isolated from the “bulk” if it exhibits a unique
chemical or magnetic signature. For the NiO/Co system
this is indeed the case as will be shown below.

Figure 2 illustrates the chemical identification of the in-
terface signal by means of high resolution XAS spectra for
the MgO(100)/NiO(1 nm)/Co(1 nm)/Ru(2 nm) sample.
The NiO and the Co absorption spectra are detected sepa-
rately by scanning the photon energy over the respective L
absorption edges of Ni and Co. The fine structure at the
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FIG. 2 (color). High resolution x-ray absorption spectra
(red) for a MgO(100)/NiO(1 nm)/Co(1 nm)/Ru(2 nm) sample,
recorded at the Ni L, and Co L3 edges, in comparison to ref-
erence spectra taken for the pure metals (blue) and monoxides
(green). The black curve is a weighted superposition of the
blue and green spectra.
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L3 edge in Co and the L, edge in Ni, arising from mul-
tiplet effects in the oxides [12,15] allows us to further
distinguish between metal- and oxidelike samples. Fig-
ure 2 directly compares the fine structures of Ni metal and
NiO and Co metal and CoO as blue and green curves, re-
spectively. Also shown in red are the XAS spectra for
the MgO(100)/NiO(1 nm)/Co(1 nm)/Ru(2 nm) sample,
which in both cases are found to be a mixture of the pure
metal and oxide spectra. This is quantitatively confirmed
by the black curves which are weighted superpositions of
the metal and oxide spectra. A detailed analysis [12] shows
the formation of a 2A = 2 monolayers thick interfacial re-
gion consisting of reduced NiO and oxidized Co metal that
we shall denote CoNiO,.. The spectroscopy data clearly re-
veal interfacial diffusion effects which are expected to also
modify the magnetic structure of the interface. In particu-
lar, the reduction of NiO at the interface is expected to
create uncompensated spins in the form of a ferrimagnetic
or ferromagnetic interface layer.

By tuning the photon energy and selecting circular
polarization for Co and linear polarization for Ni we can
record the ferromagnetic (FM) domain structure in Co
and the antiferromagnetic (AFM) domain structure in NiO
[9]. The domain structure is shown for two orientations of
the polarized x rays relative to the sample in Figs. 3 and
4. The FM Co domain image was obtained using x-ray
magnetic circular dichroism (XMCD) by division of two
images taken at the Co L3 and L, (not shown in Fig. 2)
edges with circular polarization of the same helicity. The
AFM NiO domain image was derived by division of two
images taken at the positions of peaks A and B in Fig. 2,
using linearly polarized x rays [x-ray magnetic linear

FIG. 3 (color). Circular (XMCD) and linear (XMLD) x-ray
dichroism images of a cleaved NiO(100) sample covered by 8
monolayers of Co as grown. The top two rows show FM XMCD
images recorded with handed circular polarization at the Co (top)
and Ni (middle) L absorption edges, as discussed in the text.
The bottom row shows an AFM XMLD image of NiO recorded
with linear polarization. The icons on the left link the contrast
with the domain orientations. AFM domain walls are parallel
to in-plane [100] directions. The projection of the incoming k
vector onto the sample surface is parallel to [110].
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FIG. 4 (color). Images of the same spot as Fig. 3 after in-plane
sample rotation by 45°. The in-plane projection of the incoming
k vector is parallel to [100]. Note that the AFM contrast vanishes
in this geometry.

dichroism (XMLD)]. The FM Co spins are found to be
aligned collinear to the AFM NiO spins [9], as illustrated
by the cartoons on the left side.

We can now utilize the spectroscopic knowledge from
Fig. 2 in conjunction with variable x-ray polarization to
isolate the magnetic interface signature. In order to look
for uncompensated Ni spins at the interface created by
chemical reduction of NiO we tune the photon energy to
peak A in Fig. 2 which emphasizes a Ni-metal-like compo-
nent and employ circular polarization. We then record two
Ni XMCD images with right and left circular polarization
and divide these two images to further increase the FM sen-
sitivity. The resulting images for Co/NiO(100) are shown
in the middle of Figs. 3 and 4. The middle image in Fig. 3
appears to be a superposition of the FM Co and AFM NiO
image. It clearly shows the characteristic FM signature
within the broad stripes. The stripes arise mainly from the
non-negligible bulk NiO AFM signal since their black and
white contrast is the same as in NiO. While the use of left
and right circular polarization emphasizes the FM Ni sig-
nal, we still observe a weak linear dichroism effect from
the strong NiO signal, caused by the in-plane component
of the circularly polarized x rays. However, by rotating the
sample to the geometry in Fig. 4 the linear dichroism effect
is eliminated and we clearly see the signature of the inter-
facial Ni spins, alone. The relevant image, shown in the
middle, is a one-to-one copy of the Co domain structure.
This domain structure is not observed before deposition of
the Co layer, and we can conclude from the spectroscopic
and microscopic knowledge that the uncompensated spins
are created and aligned by the Co deposition. A study of
the contrast as a function of excitation energy across the Ni
L, edge shows that the contrast increases by going from
peak B to peak A, as expected from the larger overlap of
peak A with the Ni metal peak position (Fig. 2) [16]. Fig-
ures 3 and 4 convincingly illustrate the coupling, domain
by domain, of the Ni interface layer to both NiO and Co.

The origin of the interfacial spins by a chemical reac-
tion process is corroborated by their increasing number
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FIG. 5 (color). Dependence of the interfacial spin moment,
magnetic interface thickness (black) and coercivity (red) on an-
nealing time at 600 K. The inset shows the XMCD difference
spectrum obtained from two ferromagnetic interface domains
with opposite magnetization. The black symbols represent the
maximum asymmetry in the spectra (L3 peak at 853 eV) for the
initial as-deposited state and after total annealing times of 10,
20, 30, and 45 min. The red symbols are the coercivities of the
same films. The fits were obtained using an exponential function
A — Bexp(—vyT).

with temperature. Figure 5 shows the dependence of the
XMCD asymmetry, magnetic interface thickness, and co-
ercivity on annealing time to a temperature of 600 K, well
above the Néel temperature, as is typically used to intro-
duce a bias by field cooling [6,7]. The XMCD asymmetry
is defined as the L3 peak (853 eV) intensity in the XMCD
difference spectrum, shown in the inset, which is a direct
measure of the Ni spin moment [17]. The interfacial mo-
ment or thickness increase saturates with time, as shown
by the exponential fit to the data. This indicates that the
chemical process takes place right at the interface, where
the oxygen concentration gradient is large in the beginning
and decreases with time due to diffusion of oxygen into
the Co. The fit indicates a maximum XMCD asymmetry
of about 5% or about 2A = 8 monolayers (=1.5 nm) of
CoNiOy,, if we assume a Ni spin moment of 0.6 5, as in
the metal. The coercivity increase of the sample as mea-
sured by magneto-optical Kerr effect follows the number
of uncompensated spins and saturates at about 1350 Oe.
We also investigated the possible formation of antifer-
romagnetic ordered CoO by oxidation of Co metal at the
interface. CoO 1is an antiferromagnet, whose Néel tem-
perature in a sandwich structure would be above room tem-
perature [18], and it should therefore exhibit a pronounced
XMLD effect. Such an effect, with opposite polarization
dependence of the 776.1 and 778.7 eV multiplet peaks in
Fig. 2, is indeed observed for thin CoO films grown on
NiO(100). For Co/NiO(100) samples, however, we were
unable to detect any CoO XMLD effect. This leads us to
conclude that the oxidation/reduction reaction at the inter-
face creates a mixed magnetically ordered CoNiO, region
with neither a pure Ni metal nor pure CoO component.
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Our results reveal a different interface structure than
assumed in all previous models of AFM/FM interfaces.
First, they show the existence of a chemically produced
interfacial layer in contrast to the previous assumption of
abrupt AFM/FM interfaces. This interface layer naturally
gives rise to “uncompensated spins” which have long been
associated with coercivity increases and exchange bias in
AFM/FM structures [6,7]. In previous models the exis-
tence of uncompensated spins was attributed to statistical
arguments associated with the termination of bulk antifer-
romagnetic domains [19], spin-flop canting of antiferro-
magnetic spins [20], and various defect-based explanations
[21,22]. Our measurements show that the observed inter-
facial spins are responsible for the increased coercivity and
coupling strength of Co on NiO(001). Heat treatment in-
creases both the thickness of the interfacial layer and the
coupling strength, suggesting that the chemical processes
at the AFM/FM interface are essential to establish strong
exchange coupling. The fact that the exchange bias field
for the samples investigated by us is negligibly small shows
that the bias cannot be caused by all interfacial spins, but
rather must be due to a small fraction of these spins, prob-
ably located at defect sites or domain boundaries. Never-
theless, our results clearly show that a proper description
of magnetic coupling at NiO/Co interfaces has to contain
the magnetic properties of the identified interfacial layer.
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